
570265
Poly{[2-[2′,5′-bis(2″-ethylhexyloxy)phenyl]-1,4-phenylenevinylene]-co-[2-methoxy-5-(2′-ethylhexyloxy)-

© Sigma-Aldrich Co.  
437 nm 526 nm
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Absorbance Photoluminescence CHLOROFORM
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