
577057
Poly(9-anthracenylmethyl acrylate)

© Sigma-Aldrich Co.  
251 nm 417 nm
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Absorbance Photoluminescence CHLOROFORM

A
bs

or
ba

nc
e 

 (a
rb

itr
ar

y 
un

its
)

Photolum
inescence (arbitrary units)

Wavelength (nm)


